
TEST BS EN 12720: Furniture

PRODUCT NAME Replicate samples of plastic seating material

RESULT The submitted samples exhibited no visible discolouration or obvious surface degradation in test.

TEST BODY FIRA

REPORT No TMCMF48491

PRODUCT DESCRIPTION N/A

 SAMPLE RECEIVING DATE 9th August 2013

SAMPLE RE-SUBMITTED DATE N/A

TEST PERFORMING DATE 9th – 23rd August 2013

CERTIFICATE OF CONFORMITY
BS EN 12720: Furniture

Test Conducted: 
Customer specific test: “Actichlor Plus” liquid 
attack test based on the test procedure specified 
in BS EN12720: Furniture ? Assessment of surface 
resistance to cold liquids

Remark:
Sample plastic seats’ were submitted for a 
customer specific liquid attack test based on the 
procedure detailed BS EN 12720:2009 Furniture 
Assessment of surface resistance to cold liquids. 
Titan specified a single liquid attack test to be 
carried out using “Actichlor Plus” tablets (chlorine 
releasing disinfectant tablets with detergent).
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